
B00

A02

A01

150200246 70 VS

220 250200641

0 350200642

0 450200641

610

70 L2

550200887 610

70 L3

260 650200641

0 750200643

0 850200641

610

70 L4

950200887 610

70 L5

220 1050200641

0 1150200642

0 1250200641

1350200246 70 RS

Article: 664 ML6

Customer:

Provided: Stockburger, Olesja

Date: 25.01.2016

Processtechnology: B: Undefiniert

Material Text Mat. Nr. µm Stackup Process overview

B00: 2290 µm Tol+: 240 µm Tol-: 240 µm Dmax: 2530 µm Dmin: 2050 µm

0 µm Tol+: 0 µm Tol-: 0 µm Dmax: 0 µm Dmin: 0 µm

Thickness (D): 2400 µm Tol+: 240 µm Tol-: 240 µm Dmax: 2640 µm Dmin: 2160 µm

Measuring point: (05) über LM und galv.Cu; beidseitig nominal: 2340 µm


