
B00

A02

A01

150200242 35 VS

295 250200641

0 350200643

0 450200641

360

70 L2

550200997 360

70 L3

260 650200641

0 750200643

0 850200641

360

70 L4

950200997 360

70 L5

295 1050200641

0 1150200643

0 1250200641

1350200242 35 RS

Article: 542 ML6

Customer:

Provided: Kracht, Enrico

Date: 24.09.2015

Processtechnology: B: Undefiniert

Material Text Mat. Nr. µm Stackup Process overview

B00: 1890 µm Tol+: 200 µm Tol-: 200 µm Dmax: 2090 µm Dmin: 1690 µm

0 µm Tol+: 0 µm Tol-: 0 µm Dmax: 0 µm Dmin: 0 µm

Thickness (D): 2000 µm Tol+: 200 µm Tol-: 200 µm Dmax: 2200 µm Dmin: 1800 µm

Measuring point: (05) über LM und galv.Cu; beidseitig nominal: 1920 µm


